Nourison
Specifications
Island Collection

N2 (G A 355 T Ot Island Stripe
LO0) 11 gD (13 10 4 U Hand Loomed
Pile Weight (ASTM D 5848). . .cuiiii e 41 oz. /yd.?
Total Weight (ASTM D 5848)......iuuiieiiiee e, 59 oz. /yd.?
FIDeT. .t 90% Wool/10% Polyester
Dye MethOd. .. ..cooiiiiieeiiicieeece ettt Hank Dyeing
Pile HEight. . .o e 0.12”
Total Height. . ... 0.18”
WAt L 15°
Pattern Repeat Width...... ... 0.98”
Pattern Repeat Length...... ..o NA
Primary BacKing..........c.oouiiniiiiiii e Cotton
Pitch stitches per meter in width................co i 197.70
Rows stitches per meter in length. ... 63.94
Country O OTIZIN. . ...ttt India

Product specifications are derived from averages, allowing for normal manufacturing tolerances.

As is the case with all textiles, colors are subject to dye lot variations.

Installation should be done only by professional installers with specific expertise with premium broadloom.
Nourison recommends that installations be completed by CFI certified carpet installers with an R2 rating or
equivalent.

For conventional tack and pad installations we recommend use of a firm, dense pad.

Fluffing or shedding is a normal occurrence with fine broadloom and natural fibers and does not affect the overall
performance of carpet.

Shedding will dissipate with routine vacuuming.

Roll crush is a temporary flattening of carpet pile and can occur with all carpet. Roll crush marks are characterized
as a perceived change in the color

Across the width of carpet that appear darker when viewed from one direction and lighter when viewed from the
opposite direction.

This is not a manufacturing defect and is usually self correcting by allowing the newly installed carpet to “blossom”
as it adjusts to the ambient conditions.

Increasing the relative humidity in the room to 50% or more along with routine vacuuming will expedite pile
recovery.

Care and Maintenance:

Proper and routine vacuuming of carpet is the best way to keep carpet clean.

A vacuum with brushes can be used. It is important to note that the vacuums brush height should always be set to the
maximum height so that the brushes only come into contact with the tips of the surface pile.

Overly aggressive agitation of a vacuum can cause damage to all fine carpets and or natural fibers.

When spot cleaning carpet always test colorfastness in an inconspicuous area.

Always remove any solids before attempting to clean. For liquid spills gently blot the spot with a clean absorbent
white cloth. Do not rub the spot or use a colored towel or cloth as this could result in damage to the area. For
cleaning of large areas, rooms or deep cleaning seek a reputable professional carpet cleaning company with specific
knowledge of cleaning the specific fiber of your carpet.

For more information contact Nourison or visit nourison.com


http://nourison.com/

